GREENBOOK COMMITTEE
NEW MATERIALS AND METHODS SUBCOMMITTEE - SURFACE
ASPHALT TASK FORCE
MINUTES — March 3, 2010

The meeting was called to order at 1:10 PM by Buddy Coover.

1 A

Sdf introductions were made by the participants:

Bill Britton American Gilsonite bill @americangil sonite.com
Buddy Coover County of Orange buddy.coover @ocpw.ocgov.com
Rudy Friend rofriend@aol.com

Dany Hanna Kleinfelder dhanna@kleinfelder.com

Edgar Hitti Paramount ehitti @ppcla.com

Hugh Lee City of LosAngeles  hugh.lee@lacity.org

Pascal Mascarenhas  Vulcan mascarenhasp@vmecmail.com
Layne Richins Granite Congt. Co. layne.richins@gcinc.com

Jm St Martin APACA jstmartin@apaca.org

Don Vivant Sully Miller dvivant@sully-miller.com

2. Minutes of February 3, 2010 were approved.

3. Old Business

A.

Change 125 NS — Slurry / REAS. — Change was discussed at the Surface Subcommitee's
January meeting and will continue at next month’s meeting.

Change 189 NS — 203-11.4.1 Viscosity test procedure — Layne explained how Granite
personnel perform test. Jim St. Martin informed group that Caltrans will be making LP 11 a
test method.

Change 199 NS - Density and Smoothness — The change is at Editoria Standards
Subcommittee.

Change 207 NS - Porous Asphalt Concrete — Discussed revision to Binder and Mix Design
and whether binder grade should be specified. Also, if mix design is met do we need
acceptance test on grade and add liquid anti strip to materials.

203-7 Recycled Asphalt Concrete. — Don Vivant will check with other states on how RAP
stockpiles are tested for binder classification.

Change 205 NS - Warm Mix Asphalt — Joe Vicelja's question/comments were addressed.
Layne will revise General section. Warm Asphalt group will meet before next meeting to
findize wording.

F. Part 4 —No action this month

4. New Business

A.

None.

5. Next meeting will be at 1:00 p.m. on WEDNESDAY, APRIL 7 2010 at the County of
Orange-Construction Divison ConferenceRoom A, 1152 E. Fruit St., Santa Ana.
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